
Sample Information

Sample ID Flux-k04
Application Quality Check
Start Time 10/14/2026 3:51 PM
Preparation Solid
Evaluation Date 10/14/2026 3:56 PM

Results Table

Z Formula Concentration Line Name

14 SiO2 29.84  % Si KA1/Quality Check

20 CaO 13.08  % Ca KA1/Quality Check

25 MnO 6.78  % Mn KA1/Quality Check

33 As2O3 2.16  % As KA1/Quality Check

42 MoO3 2.95  % Mo KA1/Quality Check

51 Sb2O3 2.23  % Sb KA1/Quality Check


